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NAME: SCHOONOVER FARlds SAMPLE DATE: 12/8/23 [DATE RECV'D: 12/8/23
ADDRESS: 2194 N SCHOONOVER RD PROJECT #: INVOICE#'S 1649-1F
cITY: ODESSA CONTACT: PHILIP PRICE: $175.00
STATE/ZIP WA 99159 PROJECT: DRY WALL GYPSUM IN BOX
DW GYPSUM DW GYPSUM DW GYPSUM
Lab ID 3562 3562 3562
WATER
TOTAL TOTAL SOLUBLE
Detection Limit 100% DM Basis As Received As Received
DRY MATTER (DM| 0.01% 91.5% 75.04%
~FREE MOISTURE 8.5%
TOTAL INSOLUBLE RESIDUE 0.10%
ORGANIC MATTER (Walkley - Black) 0.10% 3.43% 2.57%
'TOTAL CARBON (]C) 0.01% 1.309% 0.982%
TOTAL NITROGEN (Comb.) 0.01% 0.041% 0.031%
CaCO3 Equiv. by Acid Titration 0.25% 5.63% 4.22%
GYPSUM (CaS04-PH20) by S04 85.66% 78.65% 78.11%
GYPSUM (CaSO4-2H20) by Ca(Titr) 86.49% 79.00% 79.28%
PHOSPHORUS-P 0.002% 0.019% 0.0170% 0.0090%
As P205 0.043% 0.0389% 0.0206%
POTASSIUM (K) 0.002% 0.055% 0.050% 0.0102%
As K20 0.066% 0.060% 0.012%
SULFUR (S) 0.002% 16.01% 14.65% 14.55%
CALCIUM (Ca) 0.002% 21.95% 20.08% 18.46%
MAGNESIUM (Mg) 0.002% 0.29% 0.262% 0.021%
STRONTIUM (Sr) 0.002% 0.12% 0.113% 0.115%
SODIUM (Na) 0.002% 0.04% 0.036% 0.064%
SILICA (Si02) 0.051%
CHLORIDE (Cl) 0.005% <0.01% <0.01% <0.01%
mg/L ~ppm mg/L ~ppm mg/L ~ppm
IRON (Fe) 1 984 900 21
ALUMINUM (AI) 1 885 810 4“1
MANGANESE (Mn] 0.1 256 234 19
BARIUM (Ba) 0.1 23 21
/ARSENIC (As) 0.1 2.8 25 1.9
BORON (B) 0.1 24 22 18
BERYLLIUM (Be) 0.1 <1 <0.1 <0.1
CADMIUM (Cd) 0.1 0.4 0.4 0.4
CHROMIUM (Cr) 0.1 1.5 1.4 0.9
COBALT (Co) 1.0 1.2 11 0.6
COPPER (Cu) 1.0 6.2 5.7 1.5
LEAD (Pb) 0.1 124 1.3 <1
MOLYBDENUM (Mb) 0.1 11 1.0 1.0
NICKEL (Ni) 1.0 1.6 1.5 <1
SELENIUM (Se) 1.0 33 3.0 2.0
ZINC (Zn) 0.1 45 41 5.2
* Stirred 1.00 grams of sample (As received or ground to <2mm ) in 1 liter of water with high speed magnetic stir bar for 12 hours.
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Reclaim gypsum





